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TEST REPORT
TR REF. No. RTCL - 41099 / 2026-27 / Q2C-2627090001536 Date of TR 01.09.2026
ULR No. TC668326000001268F Date of Test Start 31.08.2026
Received Date 31.08.2026 Date of Test End 01.09.2026

Customer Name M/S SUNLITE COPPER HOUSE
Address MIG B-25 EKTA VIHAR, DORAHA,

MORADABAD - 244001
Tel. No. 9808136999
Contact Person MR. MUJAHID

ACCREDITED SCOPE
Certificate No: TC-6683

Sample Testing Information

Sample Description COPPER BOTTLE Order No. Not Provided

Qty. Submitted 01 (ONE) NO. Logo Name WELL ROOTED CO.
MONTREAL, QC

Colour NATURAL Buying House Not Provided

Customer Receipt Ref. Date NIL Country of Destination CANADA

Customer Ref. No. & Date NIL Country Origin INDIA

Style No. / Article No. Not Provided SKU No. / Item No. Not Provided

Type of Test Required METAL COMPOSITION TEST
AS SPECIFIED BY CUSTOMER

Deviation from standard / environmental condition No Deviation

Sample from Finished Product (RM / In process / Finished Product) Contd...2

Firma reproducida de la copia original suministrada
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Date of TR: 01.09.2026

PHOTOGRAPH OF TESTED ITEM

NAME OF SAMPLE: COPPER BOTTLE

Sello y firma reproducidos de la copia original suministrada
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Date of TR: 01.09.2026

RESULT Type of Test Conducted: Metal Composition Test

Sample / Item No. Type of Test Conducted Ref. to Test Method / Standard Result in %

COPPER BOTTLE

COPPER (Cu) JISH 1292 [JCBA / JSA]: 2005 99.68%

ZINC (Zn) JISH 1292 [JCBA / JSA]: 2005 0.28%

NICKEL (Ni) JISH 1292 [JCBA / JSA]: 2005 0.03%

BDL = Below Detection Limit
Detection Limit (DL) = 0.005%

Item is not signed by inspecting Agency / Customer Representative.

Note:
1. QR Code is available on 1st page of the Test Report for the details of Accredited Scope. Vide C.R No TC-6683.
2. The test results relate only to the Item(s) tested & we do not accept any Legal Liabilities.
3. This report is not to be reproduced wholly or in part and cannot be used as Evidence in the Court of Law & should not be used in any Advertising
Media without prior permission of the Centre in writing.
4. Report issued after Reviewed in compliance of ISO/IEC: 17025:2017 & QMS.
5. If it is Observed / Proved that you have submitted this Report to any authority after Editing / Manipulation, we are free to take a Legal Action
against You & Organization.

SAMPLE NOT DRAWN BY RTCL

Firmas y sellos reproducidos de la copia original suministrada

END OF REPORT

Facilities available at R.T.C.L.:
Testing: Lead & Cadmium Leaching, Total Lacquer Quality Test (Salt Spray, Humidity, Pin Hole, Adhesion etc.); metallic and non-metallic coating thickness (Silver, Copper, Nickel,
Zinc & Chrome etc.); Paint, Powder & Lacquer; Metal & Metal Alloys Composition; Drop Test & Bursting Test.
Any other problem in the field of Metal Finishing, Casting & Forming, Water & Waste Water Testing.
Consignment inspection, Expert Opinion & Handicrafts Product Test as per Buyer Protocol.
SRS-0.03     |     043042

Under Control of Development Commissioner (Handicrafts), Ministry of Textiles, Govt. of India, New Delhi

ISO/IEC 17025:2017 Accredited Testing Laboratory by NABL - Certificate Number TC-6683
US Consumer Product Safety Commission - Accepted Testing Lab ID No. 1852

Please refer to www.nabl-india.org to view the scope of accredited tests.



